
CHEMICAL PHYSICAL

We certify that the above cement, at the time of shipment meets the chemical and physical requirements of the 
current ASTM C 595, C 1012 specifications. The above data represents the averages of representative samples 
from production.
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Na2O (%) 0.46
K2O (%) 1.18
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12% Max

Not Less than 45

not more than 420 

(A)

1890 min

2900 min

3620 min
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6.0 max
4.0
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A
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5.0% Max

1.15minimum
1.37maximum

(A) Not Applicable

Class F Fly Ash (%) 15% 15.49
CaO % in Ash

Density

A

A 2.84

ASTM C1038 0.020% max

(Aug)

Pumicite (%) 15% 14.9

Violeta Vega-Gomez, Quality Control Manager

Capitol Cement
11551 Nacogdoches Rd.
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